
 

 

 

 

 

 

 

 

                ANALYSISIOXIDE DTITANIUM                 

Test Method Value Properties # 

XRD Rutile Crystal Structure 1 

XRF % 95 Tio 2 Content 2 

-- Alumina , Zirconia Inorganic Coating 3 

-- Present Organic Treatment 4 

ISO 787 – 2 % 0.5 Max Moisture When Packed 5 

ISO 787 – 11 1.2 g/cm3 Bulk Density (Tamped) 6 

ISO 787 – 5 18 g/100g Oil Absorption 7 

ISO 787 – 9 7.0 PH 8 

ISO 787 – 10 4.1 g/cm3 Specific Gravity 9 

--- R2 ISO 591 Classification 10 

--- Pigment White 6 Color Index 11 

 

 

 

 

 


