
 

 

 

 

 

 

 

E                POLY ALUMINIUM CHLORID                

Result Specification Test Item # 

30.55 % ≤ 30.0 % Aluminium Oxide (Al2O3) 1 

83 40 ⁓ 90 Basicity % 2 

4.0 3.5 ⁓ 5.0 PH ( 1% Aqueous Solution ) 3 

0.39 % ≥ 0.6 % Water Insoluble Matter 4 

0.15 % ≥ 0.2 % Fe 5 

0.00018 % ≥ 0.0002 % As 6 

0.0008 % ≥ 0.001 % Pb 7 

0.00016 % ≥ 0.0002 % Cd 8 

0.000006 % ≥ 0.00001 % Hg 9 

0.0003 % ≥ 0.0005 % Cr+6 10 

 

 

 

 

 


