
 

 

 

 

 

 

         ANALYSIS              RESIN 9C                     

Test Method Unit Spec , Value Properties # 

Visual Test –  
White – Yellowish 

Transparent Granule 
Appearance 1 

ASTM E28 Ring & Ball , C 125 – 115 Softening Point 2 

ASTM D1544 Ga # 10 – 0 Color 3 

ASTM D974 KOHmg/g 3 – 1 Acid Value 4 

ASTM 5040 % 0.05 Ash 5 

 

 

 

 

 

 

 

 

 


