
 

 

 

 

 

 

 

 

                ANALYSIS ROSIN MGU                

Test Item Specification Result 

Appearance Pale Yellow Black Qualified 

Color Pale Yellow Qualified 

Softening Point ( ring & ball 

method , ºC ) 
≥ 76 Qualified 

Acid Value ( mgKOH/g ) 164.5 Qualified 

Water Content By Volumetric 

KF 
0.03 0.026 

Net Weight ( barrel , kilogram ) 225 ± 0.5 225.28 

 

 

 

 

 


